Cross se of VENTCOOL fiber

VENTILATIUN FIBER

WHAT'S VENTCOOL?!  IT°S A WONDERFUL FIBER!
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VENTCM_ Uentilation Fiber

Change of breathability Change of breathability depending on moisture percentage

Repeated measurement Breathability(cmafcmzisec)

Breathability(cm’/cm7sec) 350
20°C X 65%RH
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Dry 967 75 543 338 148 Dry 982 754 549 347 156 Dry 101 799 580 373 182 Dry Dry 101751 540 33814 Dry 100% polyester
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Moisture percentage JIS L 1080 conformed .
Moisture percentage JIS L 1080 conformed
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Absorbed moisture diffusive performance  Absorbed moisture periormance  Speed of moisture loss

(20 times cleaned fabric)

Byreck Method
. . Larose Method
mm (20 times cleaned fabric) Absorbed moisuture amount (20 times cleaned fabric)
seconds
VENTCQQL 120 seconds or longer
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VENTCOOL 100%polyester

VENTCOOL 100%polyester

*Measured on reversible fabric with polyester face and 10 20 30 40 50second i o
VENTCOOL backing * Measured on reversible fabric with polyester face and *Measured on reversible fabric with polyester face and
VENTCOOL backing VENTCOOL backing
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